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Based on the general theoretical model proposed in Part I of this work [J. Mater.
Res. 20, 1257 (2005)], a series of numerical simulations related to the self-propagating
high-temperature synthesis in the Ti–C system is presented. A detailed and quantitative
description of the various physical and chemical processes that take place during
combustion synthesis processes is provided in Part II of this work. In particular, the
proposed mathematical description of the system has been discussed by highlighting
the relation between system macroscopic behavior obtained experimentally with the
modeled phenomena taking place at the microscopic scale. Model reliability is tested
by comparison with suitable experimental data being nucleation parameters adopted
for the fitting procedure. The complex picture emerging as a result of the model
sophistication indicates that the rate of conversion is essentially determined by the
rate of nucleation and growth. In addition, comparison between model results and
experimental data seems to confirm the occurrence of heterogeneous nucleation in
product crystallization.

I. INTRODUCTION

Self-propagating high-temperature synthesis (SHS)
processes have been widely investigated to prepare a
large number of advanced ceramic, intermetallic, and
composite materials.1 It is well known that SHS may be
regarded as a complex process involving several interre-
lated phenomena such as the formation of molten phases
as well as of final solid products and their subsequent
microstructural evolution. Consequently, degree of so-
phistication of the mathematical description of SHS may
be considerably high.2,3

As discussed in Part I of this work,4 several homoge-
neous and heterogeneous approaches have been adopted
for modeling important features of SHS processes.5–9

However, since a comprehensive description of all the
complex phenomena taking place was still missing, a
novel mathematical model to thoroughly simulate SHS
processes is proposed in Part I of this work.4 Based on a

heterogeneous approach first presented by Stangle and
co-workers,10–12 the proposed model simulates micro-
structural evolution using suitable population balances
and properly evaluating the different driving forces from
the relevant phase diagram. The main goal of this long-
term approach is to establish an advanced modeling strat-
egy for SHS processes, which not only provides a proper
tool for design of suitable reactors but will also serve as
a diagnostic medium for the quantitative interpretation of
experimental data.

This paper is organized in the following manner. First,
model capabilities of simulating SHS of TiC is illustrated
and discussed in detail from the kinetic point of view by
presenting selected numerical simulation results based on
the model outlined in Part I.4 Then, model reliability is
tested by comparison with suitable experimental data be-
ing nucleation parameters adopted for the fitting proce-
dure. It should be noted that, apart from the ones related
to nucleation processes, all thermodynamic and kinetic
parameters have been taken from available literature
sources. As explained in detail in the following sections,
a best-fitting procedure on experimental data obtained
from suitably executed experiments is adopted to quan-
tify the values of the undetermined parameters.
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II. NUMERICAL SOLUTION AND
MODEL OUTCOMES

Model equations as well as theoretical details are re-
ported in a companion paper;4 parameter values used for
the computations are summarized in Tables I and II
where the corresponding literature sources are also
quoted. Some of the thermodynamic quantities are indi-
cated in the phase diagram reported in Fig. 2 of Part I.4

The only parameters not readily available in the literature

for the Ti–C system are the pre-exponential factor of
nucleation B0 and the interfacial energy between liquid
Ti and solid TiC �. Thus, in the following discussion, the
latter ones, which are related to the nucleation phenom-
enon [see Eqs. (7)–(9) of Part I4], are considered the
adjustable parameters of the proposed model. Refer to
Nomenclature and Appendix sections of Part I 4 for the
meaning of all reported symbols.

The resulting system of algebraic and partial differen-
tial equations has been solved by adopting a centered
finite-difference scheme for the spatial derivative at the
internal node points in the z direction. The so-called
method of moments23 has been used instead to solve
population balance of the Eqs. (11)–(13).4 The resulting
system of time-dependent ordinary differential equations
has been integrated by means the standard numerical
routine DIVPAG of the IMSL library. A uniform grid of
about 1000 discretization points was generally kept dur-
ing computations. No significant change in the obtained
results was observed using higher values of the internal
node points.

It is not easy to get a comprehensive view of model
capabilities due to its relatively high degree of sophisti-
cation. All phenomena take place simultaneously, and
the detailed description of modeling results is difficult
and cumbersome. For these reasons, it is appropriate to
focus the discussion on the most important aspects of
modeling outcomes.

In this section, we discuss a case study to offer a brief
survey of the basic capabilities of the model and provide
a better insight into the fundamentals of the modeling
approach. According to the existing literature,24,25 in the
cases where a homogeneous nucleation process occurs,
the characteristic pre-exponential factor of the nucleation
rate B0 and the solid-liquid interfacial energy � can be

TABLE I. Values of physico-chemical parameters used during nu-
merical simulations and corresponding literature reference (for sym-
bols significance, see Ref. 4).

Symbol Value Unit Reference

CpTi
(�) ���a J kg−1 K−1 13

CpTi
(�) ���a J kg−1 K−1 13

CpTi
(liq) ���a J kg−1 K−1 13

CpC
(s) ���a J kg−1 K−1 13

CpTiC
(s) ���a J kg−1 K−1 13

CpDiluent
(s) (ZrC) ���a J kg−1 K−1 13

Cp(gas) (Argon) ���a J kg−1 K−1 13
D ���a m2 s−1 14
ED 78,000 J mol−1 14
h 0 J s−1 m−2 K−1 This work
HTi

0 0 J kg−1 13
HC

0 0 J kg−1 13
HTiC

0 −3,080,000 J kg−1 13
HD

0 (ZrC) −1,905,000 J kg−1 13
H(gas),0 (Argon) 0 J kg−1 13
kTi

(liq) ���a W m−1 K−1 15
kTi

(s) ���a W m−1 K−1 16
kC

(liq) �kC
(s) W m−1 K−1 This work

kC
(s) ���a W m−1 K−1 17

kTiC
(s) ���a W m−1 K−1 18

kDiluent
(s) (ZrC) ���a W m−1 K−1 19

k(gas) (Argon) ���a W m−1 K−1 20
MTi 0.047867 kg mol−1 16
MC 0.0120107 kg mol−1 16
MTiC 0.0598777 kg mol−1 16
MDiluent (ZrC) 0.1032347 kg mol−1 16
M(gas) (Argon) 0.039948 kg mol−1 16
lpore
0 0 m This work

NA 6.022 × 1023 mol−1 16
P 0 Pa This work
R 8.314 J mol−1 K−1 16
tig 5 s This work
T0 298.15 K This work
�Ti

(s) ���a ��� 21
�C

(s) ���a ��� 21
�TiC

(s) ���a ��� 22
�Diluent

(s) (ZrC) ���a ��� 22
�m,Ti 236,000 J kg−1 13
�t,Ti 70,000 J kg−1 13
�Ti

(liq) 4110 kg m−3 14
�Ti

(s) 4500 kg m−3 16
�C

(s) 2200 kg m−3 16
�TiC

(s) 4930 kg m−3 16
�Diluent

(s) (ZrC) 6730 kg m−3 16
� 5.67×10−8 W m−2 K−4 16

aThe corresponding values have been obtained by interpolating the data
reported in the reference.

TABLE II. Values of physico-chemical parameters used during nu-
merical simulations of ignition and corresponding literature reference
(for symbols significance, see Ref. 4).

Symbol Value Unit Reference

CpW ���a J kg−1 K−1 13
dcoil 0.016 m This work
h 0 J s−1 m−2 K−1 This work
hcoil 0.001 m This work
Lcoil 0.0617 m This work
R0 1.2 × 10−9 	 m This work
scoil 7.854 × 10−4 m2 This work
tig 5 s This work
T0 298.15 K This work
V0 21 V This work
�W ���a ��� 16
�W 19250 kg m−3 19
� 5.67 × 10−8 W m−2K−4 16

W ���a 	 m 16

aThe corresponding values have been obtained by interpolating the data
reported in the reference.
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estimated to be 7.88 10+34 K−1mol−1s−1 and 0.9 J/m2,
respectively. These values have been used to simulate the
combustion process. For the sake of clarity, the following
analysis of the combustion process is carried out with
reference to the most important mechanistic steps men-
tioned in the modeling outline.

Once the combustion process has been ignited, a high-
temperature combustion front is formed, which propa-
gates at a certain velocity along the pellet. To deal with
a stationary combustion front that is not affected by ig-
nition conditions, let us focus our attention on the time
evolution of the reacting system at z = L/2 along the
pellet axis. The local temperature T changes during the
course of the combustion process are shown in Fig. 1.
A gradual temperature increase takes place until the tem-
perature of 1166 K is reached, at which according to the
phase diagram, the crystalline hexagonal close-packed
�-phase Ti undergoes a second-order phase transition to
the body-centered-cubic �-phase. Correspondingly, a
small temperature plateau is observed, as shown in detail
in the lower inset of Fig. 1. In the upper inset of the same
figure, the plateau in the local temperature profile corre-
sponding to the melting transition of Ti at the tempera-
ture T � 1939 K is clearly marked. The high rate at
which the melting process occurs can be easily observed
from the abrupt decrease in the mass of solid Ti, mTi

(s),
and the corresponding increase of liquid Ti mass,
mTi

(liq), shown in Fig. 2, where both mass concentrations
are reported as a function of time t.

As the melting of Ti occurs, the free available pores
between solid particles are instantaneously filled, and the
area density of intimate contact between the melt and C
solid particles, aC→liq, is correspondingly increased from
the initial, negligible value to a finite one, as reported in
Fig. 3. It can be seen that a maximum is reached very
nearly corresponding with the completion of melting.

Under the action of the thermodynamic driving forces,
the wetting of pores is accompanied by the dissolution of
C into the molten Ti phase (see Fig. 4) and the formation
of a Ti–C solution. As is evident from comparison be-
tween Figs. 3 and 4, the dissolution process starts as soon
as liquid Ti and solid C come into contact. While melting
takes place and the available pores are filled, the disso-
lution process occurs in parallel with the increase of the
Ti(liq)–C(s) intimate contact area density, aC→liq. How-
ever, the dissolution process determines the progressive
reduction of the surface of spherical C particles, thus
inducing a gradual decrease of the contact area (compare
with Fig. 3).

The C content in the molten phase increases as a result
of the dissolution process and reaches the thermody-
namic solubility limit when the dissolution driving force
	D approaches zero (see Fig. 5). However, once the C
content overcomes the thermodynamic limit for the

FIG. 1. Local temperature change as a function of time. L � 0.04 m;
D � 0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 2. Mass of solid and liquid reactant A as a function of time.
L � 0.04 m; D � 0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3;

m0
TiC � 0 kg m−3; m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 3. Increase of the interfacial liquid-solid surface area as a func-
tion of time. L � 0.04 m; D � 0.011 m; m0

Ti � 2161 kg m−3; m0
C �

542 kg m−3; m0
TiC � 0 kg m−3; m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m;

dp0
C � 1.5 �m.
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crystallization of TiC given by the TiC liquidus line on
the left side of the phase diagram, the molten phase be-
comes supersaturated and the thermodynamic driving
forces 	N and 	G, which determine nucleation and

growth of solid TiC carbide, respectively, increase as
clearly shown in Fig. 5. It is worth noting that the molten
phase becomes supersaturated at times very close to the
beginning of the dissolution process (i.e., 	N and 	G

begin to increase right after 	D begins to decrease). This
is certainly due to the low C content in the eutectic, as
can be seen in the left part of the Ti–C phase diagram,4

but also to the relatively high dissolution rate, as clearly
confirmed by the rapid decrease to zero of 	D and the
corresponding fast increase of 	N and 	G.

The sequence of simultaneous, co-related phenomena
discussed above can be roughly summarized by super-
posing the temperature–composition curve related to the
liquid phase on the phase diagram, as shown in Fig. 6.
Even if in the figure all the detailed phenomena described
above cannot be distinguished, this representation clari-
fies the important role played by dissolution on the whole
SHS process. Indeed, the system rapidly moves toward
the metastable extension of the liquidus curve of reac-
tant C as a result of the relatively high dissolution rate.
Afterwards, as the temperature increases, the C content in
the molten phase follows the solubility line until the
maximum value of xC (i.e., the equiatomic composition
of the initial reactants mixture) is reached. This value is
maintained until the final total conversion is attained.
Consequently, the rate of conversion seems to be mainly
determined, at least in this case, by the rate of nucleation
and growth. This system behavior explains that 	D starts
increasing again after dropping to zero while both 	N

and 	G reach maximum, as clearly depicted in Fig. 5.
The mass of solid TiC is quoted as a function of time

in Fig. 7, in which it can be seen that nucleation and
growth processes proceed at relatively higher rates under
favorable conditions of high temperature as well as high
degree of supersaturation. After an approximately expo-
nential increase, the conversion of the initial Ti and C

FIG. 4. Mass concentration of solid and dissolved C as a function of
time. L � 0.04 m; D � 0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3;

m0
TiC � 0 kg m−3; m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 5. Driving forces for dissolution, nucleation, and growth, respec-
tively, as a function of time. L � 0.04 m; D � 0.011 m; m0

Ti �
2161 kg m−3; m0

C � 542 kg m−3; m0
TiC � 0 kg m−3; m0

Diluent � 0 kg m−3;
dp0

Ti � 22 �m; dp0
C � 1.5 �m.

FIG. 6. ( ) System reacting path. L � 0.04 m; D � 0.011 m;
m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.
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reactants to the final product TiC is completed in about
0.2 s from the melting of Ti.

The normalized grain size distribution of TiC phase

n* = n�t,r���
0

�

n�t,r�dr,

is reported in Fig. 8 for different times. A typical
Gaussian-like distribution develops after relatively short
times. As expected, the grain growth process induces the
gradual shift of the distribution toward larger particle
sizes. The average grain size is reported in Fig. 9 as a
function of time.

Modeling results reported above clearly point out the
capability of the modeling approach to provide a detailed
description of the combustion process in connection with
the basic thermodynamic and kinetic properties of the

Ti–C system. A variety of microscopic scale phenomena
are shown to determine the whole combustion behavior.
However, due to the experimental difficulties connected
with the characterization of the combustion mechanism
on the microscopic scale, only the usual macroscopic
quantities of SHS processes, i.e., temperature profiles
and propagation rates, are typically used to carry out a
comparison with existing experimental data.

To this aim, the temperature profile along the pellet at
a certain time t after ignition is shown in Fig. 10. As
evident from the figure, a maximum combustion tem-
perature of 3300 K is reached within the combustion
front region. The position of the combustion front, rep-
resented by the location where the mixture reaches the
50% conversion along the z axis, is reported as a function
of time in Fig. 11. Conversion is defined as (mC − mC

0 )/
mA

0 + mB
0) A relatively short period (about 0.5 s) is

FIG. 7. Mass of solid TiC as a function of time. L � 0.04 m; D �
0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 8. Normalized grain size distributions at different times. L �
0.04 m; D � 0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3;

m0
TiC � 0 kg m−3; m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 9. Average grain size as a function of time. L � 0.04 m; D �
0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 10. Temperature profile along the pellet axis. L � 0.04 m; D �
0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.
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required for the system to reach a propagation mode char-
acterized by a constant velocity equal to about 0.01 m s−1.

Thus, the maximum combustion temperature and com-
bustion front velocity at different process conditions,
such as diluent content in the initial mixture, can be used
to validate the proposed model by comparison with a
suitable set of experimental data obtained, as discussed in
Sec. III.

III. EXPERIMENTAL INVESTIGATION

Experimental runs were carried out with high-purity Ti
(AEE, Bergenfield, NJ, <20 �m, purity 99.7%) and
graphite (Sigma-Aldrich, Milano, Italy, 1–2 �m, syn-
thetic) powders. It should be noted that such a choice of
this graphite particle size is consistent with the previ-
ously assumed reaction mechanism. The Ti and C pow-
ders were then dry mechanically blended in a Spex Mixer
model 8000 (Spex, Metachen, NJ) to form a homog-
enized mixture with equiatomic composition. Finally, the
powder mixture was subjected to a pressure load of about
250 MPa in a hydraulic press (RMU M059, RMU, Reg-
gio Emilia, Italy) to obtain a cylindrical pellet with a
diameter of 0.011 m, a height of 0.04 m, and a density of
about 2700 kg m−3.

The cylindrical pellet was then placed inside the SHS
reactor (see Cincotti et al.26 for experimental apparatus
details) to have its upper surface at about 1 mm from the
W ignition coil (R.D. Mathis, Long Beach, CA, 0.04 W).
The SHS reactor was sealed and evacuated down to about
1 Pa. Powders were then subjected to thermal ignition by
allowing for the passage of electric current at 200 A and
20 V in the W coil for time intervals between 1 and 5 s.
Temperatures and propagation rates of the reaction front
were measured by means of a pyrometer (Ircon Mirage

OR15-990, Ircon, Niles, IL) and a video camera (JVC,
TK-1280E, JVC, Wayne, NJ).

Composition and crystallite size of the final products
were determined by wide angle x-ray scattering (WAXS)
with a Philips PW1830 diffractometer (Philips, Almelo,
The Netherlands) equipped with CuK� radiation tube. In
particular, crystallite size of TiC product was obtained by
the Rietveld method.27

SHS experiments were performed on Ti50C50 powder
mixtures diluted with an inert phase content ranging from
0 to 20 wt% of high-purity ZrC (Alfa Aesar, Karlsruhe,
Germany, −325 mesh, purity 99.5%) powders. This
choice was due to the high melting temperature of the
refractory compound and to the position of the charac-
teristic diffractometric lines. The use of the ZrC com-
pound allows, indeed, the clear detection of the lines of
the TiC product phase, avoiding any superposition of the
respective WAXS reflections. Figure 12 shows the x-ray
diffraction (XRD) patterns of the product obtained when
the ZrC content was 20 wt%. It is seen that the conver-
sion of the initial reactants to the desired phase TiC is
complete, as proven by the XRD analysis, which reveals
the presence of TiC and ZrC only, and that the potential
formation of solid solution between TiC and ZrC may be
excluded.

IV. COMPARISON BETWEEN MODEL RESULTS
AND EXPERIMENTAL DATA

To validate the model, the comparison against experi-
mental data is reported in Figs. 13 and 14 in terms of
combustion front velocity and maximum temperature, re-
spectively, at various diluent content (weight percent
ZrC). Even if the comparison is not satisfactory when
adopting the values of B0 and � (i.e., B0 � 7.88 1034

FIG. 11. Propagation rate along the pellet axis. L � 0.04 m; D �
0.011 m; m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 0 kg m−3; dp0
Ti � 22 �m; dp0

C � 1.5 �m.

FIG. 12. XRD pattern of SHS product. L � 0.04 m; D � 0.011 m;
m0

Ti � 2161 kg m−3; m0
C � 542 kg m−3; m0

TiC � 0 kg m−3;
m0

Diluent � 593 kg m−3.
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K−1mol−1s−1 and � � 0.9 J/m2, respectively) estimated
from the literature, it is worth noting that model results
may be regarded as predictions of the experimental be-
havior since no fitting procedure has been adopted.

It seems reasonable to ascribe the discrepancy ob-
tained between model results and experimental data to
the homogeneous nucleation parameters assumed so far,
since heterogeneous nucleation is much more likely to
take place in a porous system like a pellet of reacting
powders. Therefore, the effective values of B0 and � may
be evaluated by a fitting procedure.

The latter has been carried out against the experimen-
tal values of the propagation rate. In fact, previous nu-
merical simulations performed to test model capabilities
suggest that such a quantity is more sensitive to the rate
of the nucleation process with respect to the maximum
combustion temperature. The results of the best-fitting
procedure are shown in Fig. 13. The obtained values of
the parameters � and B0 were 0.08 J m−2 and 9.87
1038 m−3 s−1, respectively.

The latter values are significantly different from the
ones estimated for the case of a homogeneous nucleation
process. The changing of B0 cannot be easily related to
reaction mechanism since, like any other pre-exponential
factor, it strongly depends on the system investigated and
the experimental condition considered such as the reac-
tants powders characteristics. Conversely, the variation
of the interfacial energy, which affects the activation en-
ergy [compare with Eq. (8) in Part I4], seems to confirm
the occurrence of heterogeneous nucleation. In fact, it is
well known that the latter phenomenon is characterized
by smaller activation energies EN; i.e., the � values are
generally lower than the ones associated with homoge-
neous nucleation processes.

The two parameter values obtained from the best-
fitting procedure have been subsequently used to predict
the trend followed by the maximum combustion tem-
perature as a function of the ZrC content. Modeling re-
sults are reported in Fig. 14, together with the corre-
sponding experimental data. It appears that nucleation
parameters do not significantly affect the maximum com-
bustion temperature. It is worth noting that the experi-
mental temperature values invariably lie below the ones
predicted by the model. Therefore, the model overesti-
mates the maximum combustion temperature by about
200–300 K. A variety of factors can be cited to explain
the observed discrepancy. However, at least three differ-
ent aspects deserve a detailed explanation.

First of all, it is important here to underline the diffi-
culty of obtaining a precise measurement of the maxi-
mum combustion temperature. Due to the very high val-
ues reached during the course of the combustion process,
the temperature cannot be measured by resorting to the
usual thermocouples. Pyrometric sensors must be used.
However, their performances can be strongly affected by
several factors. Volatilization of impurities (“self-
cleaning effect”) may reduce the pyrometer detection of
emittance from reacting pellet by infrared adsorption.
Moreover, actual emissivity of radiant surfaces may
change during conversion from reactants to the final
product and as a function of temperature while a single
constant value was set into the pyrometer during experi-
mental runs. Finally, it is worth noting that maximum
combustion temperature are around 3000 °C, i.e., very
close to the upper limit of operating range for the used
pyrometer (i.e., 1000–3000 °C).

FIG. 13. Comparison between experimental data and model predic-
tion results in terms of combustion front velocity. L � 0.04 m; D �
0.011 m; m0

Ti � 1897 ÷ 2161 kg m−3; m0
C � 476 ÷ 542 kg m−3;

m0
TiC � 0 kg m−3; m0

Diluent � 0 ÷ 593 kg m−3; dp0
Ti � 22 �m; dp0

C �
1.5 �m; dp0

Diluent � 22 �m.

FIG. 14. Comparison between experimental data and model predic-
tion results in terms of maximum combustion temperature. L � 0.04 m;
D � 0.011 m; m0

Ti � 1897 ÷ 2161 kg m−3; m0
C � 476 ÷ 542 kg m−3;

m0
TiC � 0 kg m−3; m0

Diluent � 0 ÷ 593 kg m−3; dp0
Ti � 22 �m; dp0

C �
1.5 �m; dp0

Diluent � 22 �m.
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Together with the difficulty of performing accurate
measurements of the maximum combustion temperature,
it is also important to underline a further aspect related to
the use of the product enthalpy of formation values HTiC

0 .
Model predictions have been carried out by employing a
HTiC

0 value equal to 184.5 kJ mol−1.13 However, values
reported in the literature cover a wide range between
129.628 and 230 kJ mol−1.29 Because model prediction is
indeed extremely sensitive to the HTiC

0 value used, its
choice is of fundamental importance to correctly repro-
duce the experimental trend of maximum combustion
temperatures.

The model capability to correctly and effectively
simulate heat losses is also briefly discussed, since dur-
ing SHS wave propagation radial temperature gradients
can be significant. It is well known that for a very high
exothermic reaction, temperature gradients are confined
in the outer region of the cross section of the reacting
pellet. Thus, since using the pyrometer used during ex-
perimental investigation lateral surface temperature is
being measured, a two-dimensional model would have
been required for a more reliable comparison with ex-
perimental data. Thus, the discrepancies among meas-
ured and predicted values of the maximum combustion
temperature may be then reasonably due to previous
dissertations.

Next, as shown in Fig. 15, an experimental data set
taken from the existing literature30 has been simulated
using the proposed model by consistently adopting the
previously fitted value of the solid-liquid interfacial en-
ergy � and suitably fitting the one corresponding to the
pre-exponential factor B0. These results represent, then,
further support for the hypothesis that a heterogeneous

nucleation process occurs during the course of the com-
bustion reaction. It should be noted that the choice of this
fitting procedure is related to the expected stronger
dependence of reactant powder characteristics on B0 than
�. The latter, indeed, can be considered specific to the
TiC chemical system.

Model prediction has been tested even in terms of
grain size of the reaction product TiC. The obtained
results did not show satisfactory agreement with the cor-
responding experimental data. A possible reason for this
discrepancy can be related to the assumptions associated
to the growth rate mentioned in the paper devoted to the
theoretical development of the proposed model.4

V. CONCLUDING REMARKS

The modeling approach developed along the line origi-
nally marked by Stangle and co-workers10–12 permits a
detailed description of the fundamental structural, ther-
modynamic, and kinetic features of SHS combustion
processes. Taking into account the different phenomena
simultaneously occurring during the course of the com-
bustion reaction, the model allows for overcoming, at
least partially, the well-known limitations associated
with the representation of SHS phenomenology in terms
of homogeneous or quasi-homogeneous processes.

In fact, in this work, the usual macroscopic quantities,
such as front propagation velocity and maximum com-
bustion temperature, as well as microstructural evolution
of the final product, are explicitly connected with a se-
quence of elementary phenomena at the microscopic
scale, i.e., phase transitions, dissolution, and crystallization.

The complex picture emerging as a result of the model
sophistication permits to clarify some aspects of the SHS
reactivity of the Ti–C system. By assuming that the melt-
ing of Ti is a necessary step to ignite the reaction, the
formation of a molten phase induces the subsequent
dissolution of the graphite. These processes are rela-
tively fast, so the melt is rapidly supersaturated, and the
rate of conversion is essentially determined by the rate
of nucleation and growth. Moreover, comparison be-
tween model results and experimental data seems to con-
firm the occurrence of heterogeneous nucleation in prod-
uct crystallization.

However, to achieve a complete and satisfactory com-
parison between modeling results and experimentally de-
termined average grain size, the so-called “hard impinge-
ment” approach should be adopted to adequately de-
scribe the grain growth process. Work along these lines
of inquiry is already underway, and separate papers will
be devoted to specific improvements and developments.
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